
Journal of
Materials Chemistry C

PAPER

O
pe

n 
A

cc
es

s 
A

rt
ic

le
. P

ub
lis

he
d 

on
 2

7 
Ja

nu
ar

y 
20

14
.  

 T
hi

s 
ar

tic
le

 is
 li

ce
ns

ed
 u

nd
er

 a
 C

re
at

iv
e 

C
om

m
on

s 
A

ttr
ib

ut
io

n-
N

on
C

om
m

er
ci

al
 3

.0
 U

np
or

te
d 

L
ic

en
ce

.

View Article Online
View Journal  | View Issue
aNanosciences Laboratory, Dipartimento di

Bologna, Via Selmi 2, 40126 Bologna, Ita

+39 051 2099456; Tel: +39 051 2099540
bFaculty of Chemistry, Jagiellonian Universi
cDipartimento di Chimica, Università La Sa
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Synthesis and properties of ZnTe and ZnTe/ZnS
core/shell semiconductor nanocrystals†
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Luca Ortolani,d Vittorio Morandi,d Serena Silvi,ae Konrad Szaciłowskibf

and Alberto Credi*ae

We report the synthesis of spherical ZnTe nanocrystals and the successive coating with a ZnS shell to afford

core/shell quantum dots. These nanocrystals can represent alternatives to cadmium-based quantum dots

but their preparation and properties are challenging and relatively unexplored. The effect of various

synthetic parameters on the reaction outcome was investigated, and the resulting nanocrystals were

characterized by TEM, EDX, XPS, and spectroscopic measurements. The optical data indicate that these

core/shell quantum dots belong to type I, i.e., both the electron and the hole are confined within the

ZnTe core. Both the ZnTe core and ZnTe/ZnS core/shell quantum dot samples absorb in the visible

region and are not luminescent. The ZnS shell preserves the optical properties of the core and improves

the chemical and photochemical stability of the nanoparticles in air equilibrated solution, whereas they

appear to be quite fragile in the solid state. XPS results have evidenced the distinct nature of core and

core/shell QDs, confirming the formation of QDs with shells of different thicknesses and their evolution

due to oxidation upon air exposure. Anodic photocurrent generation was observed when an ITO

electrode functionalized with ZnTe/ZnS nanocrystals was irradiated in the visible region in a

photoelectrochemical cell, indicating that the quantum dots perform spectral sensitization of the

electron injection into the ITO electrode. Conversely, cathodic photocurrent generation was not

observed; hence, the QD-modified electrode performs electrical rectification under a photon energy input.
Introduction

Semiconductor quantum dots (QDs)1–3 are nanocrystals that
exhibit peculiar size-dependent optical and electronic proper-
ties, owing to the quantum connement of the charge carriers.4

Because of these properties, QDs are promising substitutes for
photoactive molecular species,5 and are being extensively
investigated for applications that include chemo- and bio-
sensing,6–9 biological imaging,10 medical therapy,11 opto-elec-
tronic devices,12 and solar cells.13,14
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QDs are generally prepared1–3 by reacting inorganic precur-
sors in the presence of organic ligands, which eventually form a
molecular coating around the QD core and stabilize the nano-
particles against aggregation.15 Chemical modication of this
coating allows the regulation of the physicochemical properties
of the QDs.16–18 Moreover, the nanocrystal surface can be
passivated with a protective layer of another inorganic material,
yielding core/shell QDs.19,20

The most commonly used core/shell QDs are certainly CdSe/
ZnS; the type I band structure of these QDs, in which the exciton
is conned to the core material, brings about valuable optical
properties with excellent size-tunability across the visible
region, together with a high chemical and photochemical
stability. Nowadays, CdSe/ZnS QDs are commercially available
in a variety of diameters and surface functionalization. The
intrinsic toxicity of cadmium, however, poses concerns for real-
world applications of such systems.21 QDs for practical tech-
nological uses should ideally be environmentally friendly and,
in the case of biologic and medical applications, should not be
toxic. The choice of II–VI semiconductors that do not contain
harmful elements and possess a band gap energy suitable for
visible absorption and emission appears to be limited to ZnTe
and ZnSe.19,20,22,23 The size-controlled synthesis of colloidal ZnTe
J. Mater. Chem. C, 2014, 2, 2877–2886 | 2877
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Fig. 1 Schematic representation of the possible energy-level align-
ment of the band edges in ZnTe/ZnS core/shell QDs, based on bulk
values, together with the photogeneration of an exciton in the ZnTe
core (VB, valence band; CB, conduction band). The VB offset (1.26 eV)
is obtained from ref. 38.
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nanoparticles24–32 is particularly challenging and has received
much less attention compared to that of other II–VI
compounds. ZnTe nanocrystals have been used to make type II
core/shell QDs, oen in combination with Cd-based semi-
conductors.20,25,28,31,33 In such systems, however, either the
electron or the hole is localized in the shell, yielding QDs that
are more sensitive to the environment compared to type I
systems. Cadmium-free QDs with interesting optical properties
have also been obtained by doping binary semiconductors
(e.g., ZnSe) with transition metals (e.g., Mn)34 but their
emission wavelength is not nely tunable, or from multinary
semiconductors.35,36

ZnTe is a semiconducting material with a direct band gap of
2.26 eV, corresponding to a wavelength of about 550 nm.37 ZnS
has a substantially larger band gap (3.61 eV) and band edge
levels that enable the construction of luminescent type I or type
I1/2 core/shell nanocrystals (Fig. 1).19,20,22 Moreover, these two
semiconductors crystallize in the same structure (zinc blende)
and exhibit a not too large mismatch of the lattice parameters
(z11%), making ZnS a candidate for the role of shell materials
for ZnTe.39

Here we describe the size-controlled preparation and char-
acterization of ZnTe and ZnTe/ZnS core/shell QDs, and we
report the results of a systematic study aimed at understanding
the effect of various parameters on both the core and shell
syntheses. The resulting nanocrystals were characterized by
TEM, XPS, EDX, and spectroscopic measurements. Photocur-
rent measurements on ITO electrodes covered with ZnTe/ZnS
QDs were also carried out.
Experimental section
Materials

Zinc chloride (ZnCl2$2H2O, analytical grade) was purchased
from Merck. Zinc oxide (ZnO, 99.999%), oleic acid (OA, 90%),
stearic acid (SA, 98%), 1-octadecene (ODE, 90%), tris(n-butyl)-
phosphine (TBP), tris(n-octyl)phosphine (TOP), tris(n-octyl)-
phosphine oxide (TOPO), hexadecylamine (HDA, 98%),
octadecylamine (ODA, 99.0%) and tetrabutylammonium
2878 | J. Mater. Chem. C, 2014, 2, 2877–2886
hexauorophosphate were purchased from Aldrich. 1,10-
Dimethyl-4,40-bipyridinium (methylviologen) dihexa-
uorophosphate was available from previous investigations.
Elemental tellurium (325 mesh, 99.99%) was purchased from
Alfa Aesar. Chloroform, methanol and hexane of HPLC grade
were purchased from Aldrich and used for synthesis and puri-
cation. The chloroform employed for photophysical studies
was purchased from Merck Uvasol. The acetonitrile used in the
photoelectrochemical experiments was purchased from Romil
SPS. Indium-tin oxide (ITO) coated PET transparent photo-
electrodes (1 cm2, surface resistivity 60 U sq�1) were purchased
from Sigma-Aldrich and were used as received.
Synthetic procedures

The general methodologies followed for the preparation of the
ZnTe core nanocrystals and for the growth of the ZnS shell are
described in the Results and discussion section. Synthetic
details are reported in the ESI.† In a typical synthesis of the
ZnTe core (protocol 4 in Table 1), 8.2 mg (0.1 mmol) of ZnO,
129 mg of stearic acid and 7.9 g (10 mL) of ODE were loaded in a
100 mL three-neck ask. The mixture was stirred under vacuum
for 1 h at 70 �C and for 1 h at 120 �C; it was then heated at 270 �C
under an argon atmosphere until a clear solution was obtained.
The Te solution was prepared in a dry box (N2 inert atmosphere,
humidity <0.5 ppm, oxygen <5 ppm) by mixing 25.7 mg of Te
(0.2 mmol) with 2.0 mL of TBP and 2.0 mL of ODE. The
suspension was stirred and gradually heated up to 170 �C to
afford a maximum dissolution of the chalcogen, and then
maintained at the injection temperature (80 �C). The Zn-con-
tainingmixture was heated up to 300 �C and the Te solution was
rapidly injected with a syringe from a rubber sealed vial to the
reaction vessel. Aer the Te injection the nanocrystals were
allowed to grow at 270 �C; the reaction was monitored by taking
aliquots at different time intervals, and recording UV/vis
absorption spectra for each aliquot. The reaction was eventually
quenched by cooling down to room temperature; chloroform
was added at ca. 60 �C to prevent solidication of the mixture.
The QDs were isolated by precipitation with methanol or
acetone; aer centrifugation the supernatant was discarded and
the solid nanocrystals were redissolved in chloroform. This
procedure was repeated ve times by adding chloroform to
dissolve the nanocrystals, and methanol or acetone to trigger
their precipitation.

For the preparation of ZnTe/ZnS core/shell QDs, a SILAR
procedure was employed.40 The solution of the Zn precursor was
obtained by mixing ZnO (32.6 mg, 0.4 mmol) and OA (0.9 g,
3.2 mmol) with 7.09 g (9 mL) of ODE; the resulting suspension
was stirred and heated at 230 �C for about one hour, and then
maintained at 80 �C. The S solution was prepared dissolving
elemental sulphur (12.8 mg, 0.4 mmol) in 7.9 g (10 mL) of ODE
at 80 �C. The ZnTe nanocrystals were prepared according to
protocol 4 (Table 1) and were allowed to grow for 20 min. The
temperature of the reaction mixture was then decreased to
230 �C, a solution containing 1 g of ODA in 4 mL of ODE was
added, and the SILAR procedure was started. A predetermined
amount (0.43 mL) of Zn precursor solution was added dropwise
This journal is © The Royal Society of Chemistry 2014
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Table 1 Conditions employed for the nucleation and growth, and characteristics of the resulting ZnTe nanocrystalsa

Protocol 1 Protocol 2 Protocol 3 Protocol 4 Protocol 5 Protocol 6 Protocol 7

Zn precursor (Zn) ZnCl2 ZnO ZnO ZnO ZnO ZnO ZnO
Zn activation (A) OA SA SA SA SA SA SA
Passivating ligand — — — ODA (15 eq.) ODA (15 eq.) ODA (15 eq.) ODA (15 eq.), TOPO (15 eq.)
Phosphine (P) TOP TBP TBP TBP TBP TBP TBP
Zn/Te/A/P 1 : 1 : 30 : 30 1 : 2 : 4 : 80 1 : 2 : 5 : 80 1 : 2 : 4 : 80 1 : 2 : 4 : 80 1 : 2 : 4 : 80 1 : 5 : 4 : 150
Tnucleation (�C) 285 300 300 300 300 320 320
Tgrowth (�C) 250 270 270 270 285 285 290
tsaturation

b (min) e 90 10 20 10 10 e

lexciton
c (nm) e 503 502 510 508 514 e

Sized (nm) e 5.0 (4.5–5.4) 4.9 (4.4–5.5) 6.1 (5.5–6.7) 6.0 (5.7–6.2) 8.3 (7.5–9.0) e

a Only one parameter at a time, italicized, was modied upon changing the protocol from 2 to 6. b Time required to reach the saturation regime (no
further changes observed in the exciton absorption band). c Wavelength of the exciton absorption band at saturation. d Average diameter of the
particle, estimated from TEM images; size range in parentheses. e No nanocrystals formed.
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and the mixture was stirred at 230 �C for 20 min. The sulphur
solution (0.43 mL) was then slowly injected and the mixture was
kept at 230 �C for 20 min. The procedure was repeated for the
deposition of more ZnS layers, adjusting the added volumes of
the precursors considering the increase of the nanocrystal size.
The number n of shells deposited is hereaer indicated as nsh.

The CdSe nanocrystals (4.7 nm diameter, HDA/TOPO cap-
ped) used for the photocurrent measurements were prepared
following a previously published procedure41 very similar to
protocol 4 in Table 1 (Tinjection¼ 250 �C and Tnucleation¼ 280 �C).
Measurements

TEM measurements were carried out with a Philips CM 100
transmission electron microscope operating at 80 kV, whereas
HRTEM observations were performed with a FEI Tecnai F20
TEM equipped with a Schottky emitter and operating at 200 kV.
Energy dispersive X-ray (EDX) spectra were recorded with a
Philips 515 SEM operating at 15 kV equipped with an EDAX DX4
system and a backscattered detector. A drop of the nanocrystal
solution diluted with hexane was deposited on a 400 mesh
copper support grid coated with formvar (TAAB Ltd), which was
then dried under vacuum or air to remove any solvent trace. The
analysis of the morphology and size of the nanocrystals was
performed using TEM images with a resolution of 0.25 nm per
pixel. From 5 to 10 different pictures were analyzed for each
sample, and at least 100 particles were considered to calculate
the diameter distribution. The error on the diameter is esti-
mated to be <1 nm. For the EDX experiments, HOPG (a gi from
V. Palermo, ISOF-CNR Institute, Bologna) was also employed as
the support. Photoelectron spectra were acquired using a
modied Omicron NanoTechnology MXPS system equipped
with various photon sources and an Omicron EA-127-7 energy
analyzer. The solid compounds were homogeneously spread
over a graphite tip attached to the XPS sample holder. Excitation
was carried out with MgKa photons (1253.6 eV), generated by
operating the anode at 14 kV, 16 mA. XPS atomic ratios were
estimated from the experimentally determined area ratios of the
relevant core lines, corrected for the corresponding theoretical
atomic cross-sections and for a square-root dependence of the
This journal is © The Royal Society of Chemistry 2014
kinetic energies of the photoelectrons. Absorption and lumi-
nescence spectra were recorded with a Perkin-Elmer Lambda 45
spectrophotometer and a Perkin-Elmer LS50B spectrouorim-
eter equipped with a Hamamatsu R928 phototube, respectively.

In photoelectrochemical experiments, the nanocrystals were
deposited onto an ITO-coated PET electrode by dropcasting
200 mL of a core/shell QD solution in CHCl3 (5 mM). Only ZnTe/
ZnS (2sh) QDs were used because the amount of the other
samples was insufficient to perform meaningful experiments.
Aer the solvent was gently evaporated, the electrode was
placed in a quartz cuvette lled with a deoxygenated CH3CN
solution of tetrabutylammonium hexauorophosphate (10�2

M) as the electrolyte, and connected to a Bio-logic SP150
potentiostat. For the cathodic photocurrent experiments,
either O2 (1.9 mM) or methylviologen dihexauorophosphate
(0.78 mM) were added to the electrolyte solution as electron
acceptors. A three-electrode cell was set up with the modied
ITO–PET slide as the working electrode, an Ag/AgCl electrode as
the reference, and a platinum wire as the counter electrode. The
working electrode was set at the established potential value, and
conditioned for 30 s before starting eachmeasurement. The ITO
electrode was illuminated with a 150 W high pressure xenon
lamp, equipped with a computer-controlled monochromator
and a shutter. To avoid any inuence of the thickness of the QD
layer, the electrode was illuminated through the transparent,
conducting support. In this way only the few layers of nano-
particles closer to the electrode can absorb light and hence
generate a photocurrent, while the contribution of the lm bulk
is negligible.
Results and discussion
ZnTe nanocrystals

The synthesis of the ZnTe core was based on the hot injection
method,42 which has been widely applied for the preparation of,
e.g., CdSe and CdTe QDs. Generally, the active Zn species was
produced in situ by reaction of an appropriate Zn precursor with
a fatty acid in 1-octadecene (ODE) as a high boiling solvent. The
solution was then degassed and heated up to the injection
J. Mater. Chem. C, 2014, 2, 2877–2886 | 2879
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Fig. 2 Top: absorption spectra (CHCl3, room temperature) of the
ZnTe nanocrystals at different growth times, prepared following (A)
protocol 2 or (B) protocol 3 in Table 1. The spectra successive to the
first one are vertically shifted for clarity. Bottom: TEM images of the
nanocrystals obtained at saturation in the case of (A) protocol 2 and (B)
protocol 3. Scale bar, 100 nm.

Fig. 3 Top: absorption spectra (CHCl3, room temperature) of the
ZnTe nanocrystals at different growth times, prepared following (A)
protocol 4 or (B) protocol 6 in Table 1 (the spectra are vertically offset
for clarity). Bottom: TEM images of the nanocrystals obtained at
saturation in the case of (A) protocol 4 and (B) protocol 6. Scale bar,
100 nm.
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temperature. The tellurium solution was prepared under an
inert atmosphere by dissolving Te powder in ODE in the pres-
ence of a trialkylphosphine as a complexing agent. The nucle-
ation was initiated by swily injecting the Te solution in the
Zn-containing reaction mixture at high temperature. The
growth of the nanocrystals was then allowed to occur at a xed
temperature, and eventually stopped by cooling down the
reaction mixture.

In hot injectionmethodologies the clear temporal separation
of the nucleation and growth phases, which is an essential
requirement to afford monodisperse colloids, is achieved by
rapid mixing of the reagents in a solvent at high temperature.
The injection leads to a sudden supersaturation of the solution
and subsequent formation of nanocrystal seeds; such a nucle-
ation is quickly quenched by fast cooling of the reactionmixture
when the room temperature reactants are added to the hot
solvent, and by the decrease of saturation caused by the
nucleation burst. Ideally, all the crystal nuclei should be formed
at the same time and undergo an identical growth. The nano-
crystal growth implies the diffusion of the reactants to the
particle and their successive reaction with the surface. Usually,
the latter process controls the growth kinetics only at a very high
concentration of reactants, that is, in the very rst stage of the
synthesis. Later, when the reservoir of reactants is partially
depleted, the rate-determining step is the diffusion of the
reactants. Clearly, any synthetic parameters affecting these
processes can inuence the crystallinity, size and morphology
of the nal nanoparticles.

Table 1 summarizes the experimental conditions employed
in the syntheses, together with the characteristics of the nano-
crystals obtained. Only one parameter at a time (italicized for
clarity in Table 1) was modied upon changing the protocol
from 2 to 6.

Zn(Et)2 is frequently used as a precursor in the synthesis of
ZnTe nanocrystals.25,28,30 This reactant, while affording a facile
activation of the metal, is pyrophoric and thus difficult to
handle. Hence, in our protocols we used ZnCl2 or ZnO as the
zinc sources. The activation of ZnCl2 with OA in ODE was
difficult: the metal salt was fully dissolved only upon raising the
temperature to 270 �C. The subsequent injection of either
Te(TOP) or Te(TBP) solutions did not produce nanocrystals
(Table 1, protocol 1).

Conversely, when ZnO/SA was used (protocol 2), the forma-
tion of nanocrystals was detected upon the fast injection of a
solution of Te(TBP) (2 eq.) at 300 �C. The obtained QDs had
a mean diameter of 5.0 nm (from TEM data), and exhibited a
broad exciton absorption band at about 503 nm (Fig. 2A). Under
these conditions the nucleation process was found to be rela-
tively slow, as the rst nanocrystal formation was detected only
aer 40 minutes.

An increase in the SA concentration (Table 1, protocol 3)
made the nucleation rate much faster, and saturation was
reached within 10 minutes. The average diameter (4.9 nm) and
size distribution remained essentially unchanged. The exciton
absorption band was slightly more dened (Fig. 2B), suggesting
a better quantum connement, possibly determined by a higher
structural quality of the particles.
2880 | J. Mater. Chem. C, 2014, 2, 2877–2886
The addition of ODA – a good ligand for Zn ions – to the Zn-
containing solution (protocol 4 in Table 1) also caused a faster
nucleation. The coloration of the reaction mixture, with the
appearance of an exciton band at 490 nm, took place within one
This journal is © The Royal Society of Chemistry 2014
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Fig. 4 Left: absorption spectra (CHCl3, room temperature) of the
ZnTe nanocrystals (6.1 nm diameter) upon the successive deposition
of ZnS layers (the spectra are vertically offset for clarity). Right: TEM
image of the ZnTe/ZnS QDs having 5 shell layers.
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minute (Fig. 3A). We observed that the effect of ODA on the
growth rate is less pronounced than that of SA: the saturation
regime for protocol 4 was reached in 20 minutes, while it
occurred aer 10 minutes for protocol 3. Conversely, the pres-
ence of ODA inuenced the nal size of the particles, and quasi-
spherical larger QDs (average diameter, 6.1 nm) were produced.
Similar results were obtained by adding ODA to the chalcogen
solution.

TOPO is a surfactant ligand that affords excellent results in
the synthesis of CdSe and CdTe QDs.1However, when TOPO was
employed as an additional surfactant besides ODA in protocol 7
(Table 1), no nanocrystals were obtained.

Protocol 5, in which the growth temperature was raised to
285 �C (Table 1), yielded QDs of a similar average size than in
the case of protocol 4. However, the size distribution was nar-
rower (Dd < 1 nm) than for the other protocols (Dd $ 0.9–1.2
nm), indicating a more efficient size focusing at the employed
temperature. The exciton band started to appear at 484 nm and
reached 508 nm at saturation (Fig. S4 in the ESI†).

In protocol 6 the injection temperature was raised to 320 �C
(reux conditions in ODE). The increase in the nucleation
temperature had a somewhat modest inuence on the nucle-
ation rate, whereas the mean diameter of the resulting QDs (8.3
nm) was substantially affected by this parameter. An exciton
peak at 474 nm showed up 30 seconds aer the injection
(Fig. 3B); the peak underwent a substantial red shi during
growth, ending up at 514 nm at saturation. TEM data showed
that the quality of the QDs was similar to that obtained with the
other protocols, suggesting that the injection temperature as
well as the nature of the surfactants have a greater inuence on
the size of the particles rather than on the homogeneity of their
size and shape distribution. HRTEM measurements conrmed
that these nanoparticles are spherical and reasonably mono-
disperse (see ESI†). The average diameter (7.5 � 1.7 nm) is
consistent with that determined from conventional TEM
images (Table 1). Moreover, selected area diffraction (SAD)
patterns indicate that the nanoparticles are completely crystal-
line and are made of ZnTe in the cubic (sphalerite) structure.

The literature reports on UV-vis absorption24–27,29–31 and
luminescence24,26,30,31 properties of ZnTe QDs are relatively
scarce and oen not in line with one another. This is certainly
because of the difficult synthesis and poor chemical stability
(mainly due to Te oxidation) of these colloids.28,32,44 As a matter
of fact, our samples were completely decomposed aer less than
one hour in an air equilibrated solution at room temperature,
while they could survive for at least 5 months in the dry box.

As shown in Fig. 2 and 3, the nanocrystals exhibit an exciton
absorption shoulder at ca. 500 and 510 nm for average diame-
ters of 5 and 6 nm, respectively. These values are consistent with
the band gap energy of ZnTe in the presence of a moderate
quantum connement. Earlier studies reported room temper-
ature luminescence for nanocrystals of 4.2, 5.4 and 14 nm in
size,24,26 whereas no luminescence from ZnTe QDs was detected
in more recent studies.30,31 In our case, none of the prepared
samples exhibited photoluminescence upon excitation at
various wavelengths across their absorption spectrum. Lumi-
nescence quenching could arise from trapping of the
This journal is © The Royal Society of Chemistry 2014
photoexcited electron or hole by surface states, as commonly
observed for semiconductor nanocrystals. Additionally, the
electronic passivation of the surface by the organic ligands is
made difficult by the relatively high energy of the ZnTe
conduction band edge: the photoexcited electron may be
transferred to a capping ligand, thus preventing the radiative
recombination of the exciton.

ZnTe/ZnS core/shell nanocrystals

The SILAR methodology was used to coat the ZnTe QDs with a
ZnS layer.40 Briey, this approach consists in serial injections of
Zn and S precursors, separated by a certain period of time to
allow the growth of the ZnS layers. Any attempt to perform
SILAR on solutions of puried ZnTe cores resulted in the
formation of a black precipitate, which turned colorless upon
further heating, and the disappearance of the typical absorption
features of the ZnTe cores. The same results were obtained even
with freshly prepared nanocrystals kept in the dry box. This
behaviour, which was recently observed by other researchers,32

indicates that the ZnTe QDs are unstable under the conditions
ordinarily employed for SILAR.

We therefore attempted to carry out the deposition of the
ZnS shell quickly aer the core synthesis, in the same reaction
medium and without purication of the ZnTe QDs. When the
ZnTe saturation regime was reached, the temperature of the
mixture was decreased to 230 �C and the successive Zn and S
injections were performed. In this manner no black precipi-
tate was observed and up to 5 ZnS layers could be deposited on
the ZnTe cores prepared following either protocols 4 or 6
(Table 1). TEM analyses (Fig. 4 and ESI†) showed that nano-
crystals with an average diameter of 9.3 nm were obtained
starting from ZnTe cores prepared with protocol 4. Consid-
ering that each ZnSmonolayer exhibits an average thickness of
0.31 nm,43 the observed size is consistent with core nano-
crystals of 6.1 nm coated with 5 ZnS layers. Size distribution
analyses obtained from the TEM images (see ESI†) are in full
agreement with the formation of the expected core–shell
particles. Unfortunately, due to the strong inuence of the
surfactant residues on the grid and the high degree of
J. Mater. Chem. C, 2014, 2, 2877–2886 | 2881
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Fig. 5 Te 3d photoemission region from ZnTe/ZnS (2sh) (A) and ZnTe/
ZnS (2sh) ‘aero’ (B). Notice the presence of Te oxide in addition to
telluride in sample B. The two minor peaks at higher binding energies
are the 1/2 spin–orbit components of the two major peaks, which
represent the 3/2 components of the Te 3d signal.
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aggregation of the QDs, no insightful observations could be
made from HRTEM experiments.

The absorption spectral changes upon deposition of
successive ZnS layers onto the ZnTe core are displayed in Fig. 4.
As observed for the core QDs, the spectra show a negligible
scattering background, indicating that the particles are not
aggregated in the solution. The exciton band energy remains
essentially unchanged upon the shell growth. This behavior
indicates that the exciton produced upon visible light excitation
is effectively conned within the ZnTe core, in agreement with a
type I heterostructure. In fact, the alignment of the band energy-
levels of ZnTe and ZnS (Fig. 1) suggests that, while the hole is
trapped in the core, the excited electron could be delocalized
over the whole nanocrystal, yielding a type I1/2 (or quasi-type II)
behavior.20,44–46 Type I1/2 QDs are characterized by a marked red
shi of the exciton band upon shell growth, while the band
shape is essentially unchanged.46 In our case, however, the
exciton band occurs practically at the same energy for ZnTe QDs
with no shell and with 5 ZnS layers, in which the shell consti-
tutes about 70% of the nanocrystal volume.47

The presence of the ZnS shell greatly improves the stability of
the nanoparticles: an air equilibrated solution of ZnTe/ZnS
(5sh) QDsmaintains its colloidal stability and optical properties
for more than one week. Also a shell of 2 ZnS layers brings about
stabilization of the QDs which, however, is lower than that
exerted by a thicker 5-layer shell. These results indicate that (i)
the ZnS coating can protect the core from Te oxidation,48,49 and
(ii) a thin shell may not afford a complete coverage of the core,50

as also suggested by the TEM images (see ESI†) and the XPS data
(see below).

No photoluminescence was detected for any of the core/shell
nanoparticles, suggesting that the ZnS coating is not able to
remove all the charge traps responsible for luminescence
quenching. In the case of the ZnTe/ZnS (2sh) particles, as
noticed above, the shell could not completely coat the ZnTe
surface. On the other hand, owing to the 11% lattice mismatch
between ZnTe and ZnS, a thicker shell may exhibit defects (e.g.,
dangling bonds)50 that can provide radiationless deactivation
routes for excitons.
XPS characterization

The XPS results obtained on a series of QDs representative of
the full sequence produced – ZnTe, ZnTe/ZnS (2sh), ZnTe/ZnS
(5sh) – are shown in Table 2 and Fig. 5. The ZnTe core is a
reference sample for the more complex core/shell QDs. To
investigate the effect of air exposure on the nanocrystals, a
Table 2 XPS binding energies (eV) and atomic ratios for the investigated

Sample Zn 2p3/2

Te 3d5/2

Te2� TeO

ZnTe 1022.0 572.6
ZnTe/ZnS (2sh) 1022.2 572.6
ZnTe/ZnS (2sh) ‘aero’ 1022.1 572.4 576
ZnTe/ZnS (5sh) 1022.2 572.4

2882 | J. Mater. Chem. C, 2014, 2, 2877–2886
solution of puried ZnTe/ZnS (2sh) QDs was evaporated and the
solid material was le in air for twomonths before submitting it
to XPS analysis. This sample is referred to as ZnTe/ZnS (2sh)
‘aero’.

The analyzed QDs present the characteristic signals from Zn,
Te, N, C and O photoemission regions. The rst notable overall
result is the absence of a sulphur peak in all samples. This
observation is conrmed by the results of EDX analyses per-
formed on the core/shell QDs deposited on either copper grids
or HOPG (see the ESI†). Only in one sample – ZnTe/ZnS (2sh) –
the S signal was detected in the EDX spectrum. The result is not
fully unexpected, since in the relevant literature on ZnS-based
QDs it has been already reported that the formation of the
volatile sulphur oxides can result in a total lack of the corre-
sponding XPS signals, within the inherent sensitivity limits of
XPS, estimated at 0.1%.51 The loss of sulphur has been ascribed
to the exposure of the QDs to a humid oxygen atmosphere.51

Also for CdSe/ZnS QDs there is a literature report on the effect of
exposing the nanocrystal surface to air for extended periods of
time for a series of samples differing in the thickness of the ZnS
shell.52 The authors showed the progressive formation of Se
oxide with the exposure time for samples with 0.65 and 1.3 nm
of ZnS, and a substantial loss of Se in both samples.
samples

N 1s Zn/Te Zn/N Te/N2

399.5 2.50 0.40 0.14
399.3 3.50 0.49 0.14

.0 399.3 2.20 0.37 0.17
400.0 9.00 0.50 0.050

This journal is © The Royal Society of Chemistry 2014
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The binding energy (BE) values of Zn 2p, Te 3d and N 1s fall
in restricted ranges, considering the experimental uncertainty
of �0.2 eV, which allow for a clear assignment. The Te peak is
assigned to Te in telluride, and only in the case of the ‘aero’
sample a second component in the Te 3d photoemission
region can be clearly detected (Fig. 5), and assigned to TeO2,
based on its BE.53

As for zinc, in principle, each spin–orbit component of Zn 2p
is the convolution of a largely attenuated peak associated with
the QD core, and of a surface component from each ZnS shell;
however, we could not resolve any ne structure in the Zn 2p
signal. The Zn 2p3/2 BE is compatible with the presence of
ZnO.54 However, the BE difference between ZnTe and ZnO
amounts, in the bulk solids, to 0.5 eV (ref. 52) and may escape
detection, while Zn oxide and hydroxide cannot be resolved in
XPS from the analysis of Zn 2p3/2 BE. The Zn/Te XPS atomic ratio
shows a surface enrichment in Zn for all the samples. The
amount of Zn2+ in excess with respect to Te is likely associated
with the presence of ZnO and Zn(OH)2 at the QD surface. It is
noteworthy that a surface enrichment of Cd over Se was previ-
ously found for bare CdSe QDs.51

The second remarkable and general result is the low inten-
sity of Zn and Te peaks, which we assign to the presence of a
relevant quantity of ODA molecules at the surface on the basis
of the low Zn/N and Te/N ratios. The N 1s signal exclusively
comes from ODA and its relative intensity is further intensied
over Zn and Te because the long chains of ODA are located on
the QD surface. The constancy (within the associated experi-
mental error, �10%), of the Zn/Te atomic ratio in all samples
suggests that the surface composition is invariably given by a
comparable extent of the ODA overlayer on Zn oxide/hydroxide.
We can take the attenuation exerted by ODA on the Te signals
(and on its Zn counterpart in ZnTe, which remains, however,
hard to be determined because of what was reported above) as a
way of ascertaining the presence of a different number of outer
shells in the corresponding QDs. The experimentally found
large difference in the Te/N values obtained in the ZnTe/ZnS
(5sh) with respect to both ZnTe cores and ZnTe/ZnS (2sh) can be
explained by the much larger attenuation effect exerted on Te by
the 5 ZnS layers and is an indication of the actual establishment
of a multilayer shell in the ZnTe/ZnS (5sh) QDs. The constancy
of the Te/N ratio for ZnTe/ZnS (2sh) and ZnTe cores can be
ascribed to an incomplete coverage afforded by the 2-layer shell
on the ZnTe nucleus, as also suggested by TEM images (see
ESI†) and in agreement with the observed trends in the chem-
ical stability of the samples (vide infra).

A further indication of the presence of a multilayer shell on
ZnTe is given by the Zn/Te XPS ratio. Such a ratio (Table 2)
increases from 2.5 to 3.5 and to 9 on going from ZnTe to ZnTe/
ZnS (2sh) and to ZnTe/ZnS (5sh). It is noteworthy that the Zn/Te
ratio of the ‘aero’ sample is comparable with that found for the
ZnTe core. This observation could indicate that the generation
of zinc oxide/hydroxide in the ‘aero’ sample does not give rise to
a continuous surface coating but more likely to ‘patches’ of
these species. The formation of such deposits may be thought
of as a general phenomenon associated with the degradation of
QDs upon exposure to air.
This journal is © The Royal Society of Chemistry 2014
A few articles have been recently published on XPS quanti-
tation in QDs and core/shell nanoparticles.55,56 The complex
nature of poorly stable multishell QDs does not allow for a
straightforward modelization of XPS atomic ratios into an exact
structure, as instead reported in the literature for stable CdS-
based QDs.57 We can, however, proceed to a more quantitative
test for the presence of a 2- or 5-layer ZnS overcoating on the
ZnTe core by comparing the values of the Te 3d5/2 XPS peak
intensity (ITe 3d) associated with the various QDs. The attenua-
tion equation in the case of a continuous ZnS shell deposited
over ZnTe is:

ITe 3d ¼ I�Te 3d exp(�z/l cos q)

in which I�Te 3d is the unattenuated intensity of photoelectrons
coming from Te 3d, l is the inelastic mean free path (IMFP) for
Te 3d photoelectrons passing through a ZnS layer of thickness z,
and q is the collection angle for photoelectrons, measured from
the surface normal. Next, we consider that we are mostly
interested in the effect of a variation in intensity due to the
increased number of layers, on going from a 2- to a 5-shell QD.
For a crude estimate, we neglect the nanoparticle nature of the
QDs and modify the previous equation by taking the values of
the ITe 3d intensities normalized to IN 1s for both the 5- and 2-
shell QDs (ITe 3d/IN 1s and I�Te 3d/I

�
N 1s). The use of normalized

intensities is suggested by the fact that one cannot directly
compare XPS peak intensity values for distinct compounds for
which the increased thickness of the overlayer is due to a
chemical reaction in solution and not due to a progressive
evaporation on the same surface.

In the modied equation

ITe 3d/IN 1s ¼ (I�Te 3d/I
�
N 1s)exp(�z0/l cos q)

z0 represents the additional thickness of the 5-shell QD with
respect to the 2-shell one.

By taking the calculated value of IMFP for Te 3d photoelec-
trons travelling through ZnO as 1.50 nm (ref. 58) and intro-
ducing the experimental value of q¼ 11�, a value z0 ¼ 1.52 nm is
obtained. This value is very close to the thickness of 5-layers of
ZnS (each measuring 0.31 nm),43 and can be compared with the
expected difference in thickness between 5-layer (5 � 0.31 nm)
and 2-layer (2� 0.31 nm) shells, that is, 0.93 nm. Notice that the
same calculations performed in the case of a ZnS overlayer (l ¼
1.596 nm) would lead to a value of z0 ¼ 1.61 nm, which is also to
be compared with the expected value. The smaller value
obtained, apart from any approximations used, could be related
to an imperfect 2-layer shell of ZnS, as suggested by XPS data
reported above. Considering the crude approximations oper-
ated, we can take these results as qualitative evidence for the
actual formation of 2- and 5-layer shells onto the ZnTe
nanocrystals.
Photocurrent measurements

Since a promising application of QDs is as photosensitizers in
solar cells,13,14 we investigated the behavior of ITO electrodes
covered with ZnTe/ZnS (2sh) QDs in a photoelectrochemical
J. Mater. Chem. C, 2014, 2, 2877–2886 | 2883
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Fig. 6 Photocurrent spectrum (left scale) of the ITO electrode func-
tionalized with ZnTe/ZnS (2sh) nanocrystals (red circles) after
subtraction of the photocurrent generated under the same conditions
by the bare ITO (green triangles). The absorption spectrum of the QDs
in CHCl3 solution (black line, right scale) is also shown.

Fig. 7 Schematic energy-level diagram for the ITO photoelectrode
coated with the ZnTe/ZnS QDs and representation of the electron
transfer processes that may occur under either visible light irradiation
(A, anodic current; C, cathodic current) or UV irradiation (B, anodic
current; D, cathodic current). The experimentally observed cases
correspond to panels A and B. Dashed lines represent processes that
are unlikely to occur. The electrode level is positioned considering an
ITO work function of 4.4–4.7 eV,59,60 taking into account the potential
applied in the experiments.
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cell. Fig. 6 shows the photocurrent spectrum measured for the
sample (red circles), aer subtraction of the signal generated by
the bare ITO electrode (green triangles), at an applied potential
of 0 V vs. Ag/AgCl (+0.197 V vs. NHE). An anodic photocurrent,
indicative of an electron injection from the QD layer into the
conducting electrode, was observed upon irradiation in the UV-
visible region. It can be noticed that the onset of the photo-
current matches with that of the absorption spectrum of the
QDs (Fig. 6, black line). The photocurrent started at 530 nm and
gradually increased, reaching a value of 5 nA at 390 nm. A much
steeper growth of the current intensity was observed for l <
360 nm (33 nA at 350 nm), i.e., in the spectral region in which
ZnS can also absorb light.

These results can be interpreted in terms of the energy-level
diagrams shown in Fig. 7A and B. Visible light irradiation
causes band gap excitation of the ZnTe core, resulting in an
electron transfer to the ITO electrode, possibly mediated by
the conduction levels of the ZnS shell (Fig. 7A). Upon UV
irradiation, bandgap excitation of the ZnS layer may be
obtained, causing electron injection into the ITO electrode
and the migration of the hole within the ZnTe core (Fig. 7B).
The relatively higher anodic photocurrent observed in the
wavelength region of the ZnS band gap, compared to the
visible region (Fig. 6), can be accounted for by the fact that
the ZnS shell is in the direct contact with the electrode. This
observation also indicates that the excited electron generated
by visible irradiation is effectively conned in the ZnTe core,
supporting the view that the ZnTe/ZnS heterojunction in these
QDs is of type I.

In principle, considering that the valence band energies of
both ZnTe and ZnS are lower than the Fermi level of the ITO, a
cathodic photocurrent may also be observed in the investigated
cell (Fig. 7C and D). No cathodic current, however, was observed
upon UV-visible illumination of the photoelectrode in the
presence of either oxygen or methylviologen as electron accep-
tors, even if a negative potential (up to �0.5 V vs. Ag/AgCl) was
2884 | J. Mater. Chem. C, 2014, 2, 2877–2886
applied. Presumably, because of the barrier represented by the
ZnS shell, electron transfer from the electrode to ll the pho-
togenerated hole in the ZnTe VB is too slow to compete with the
recombination of the exciton (Fig. 7C). On the other hand, band
gap (UV) excitation of ZnS may result in an electron transfer
from ITO to the VB of the semiconductor (dashed line in
Fig. 7D); it is likely, however, that in these QDs the hole migrates
quickly to the ZnTe core, thus preventing a cathodic photocur-
rent ow. Such an electrical rectication was already observed
for surface-deposited QDs;61,62 in this particular case it may be
interesting for optoelectronic applications, because it can be
controlled by light.

Using the same experimental setup described above, we
also performed photocurrent measurements on cadmium
selenide QDs for comparison with the results obtained on the
ZnTe/ZnS nanocrystals. We found that CdSe QDs also
generate weak photocurrents within their UV-visible absorp-
tion spectrum (Fig. S17 in the ESI†). In contrast to the ZnTe/
ZnS-based photoelectrodes, however, ITO electrodes coated
with CdSe QDs did not show electrical rectication. Such a
behavior indicates that, depending on the photoelectrode
potential, both electrons and holes can be transferred to the
electrolyte, as already observed for chalcogenide quantum
dots.63–66 It is thus plausible that the rectication phenom-
enon observed with ZnTe/ZnS-modied photoelectrodes is a
consequence of the core–shell structure and arises from
hole trapping within the ZnTe core at negative applied
potentials (Fig. 7C and D). Such hole trapping would be less
effective in the case of cadmium selenide QDs because
the valence band energy of CdSe is considerably lower than
that of ZnTe.19,20
This journal is © The Royal Society of Chemistry 2014

http://creativecommons.org/licenses/by-nc/3.0/
http://creativecommons.org/licenses/by-nc/3.0/
http://dx.doi.org/10.1039/c3tc32385d


Paper Journal of Materials Chemistry C

O
pe

n 
A

cc
es

s 
A

rt
ic

le
. P

ub
lis

he
d 

on
 2

7 
Ja

nu
ar

y 
20

14
.  

 T
hi

s 
ar

tic
le

 is
 li

ce
ns

ed
 u

nd
er

 a
 C

re
at

iv
e 

C
om

m
on

s 
A

ttr
ib

ut
io

n-
N

on
C

om
m

er
ci

al
 3

.0
 U

np
or

te
d 

L
ic

en
ce

.
View Article Online
Conclusions

We have described the preparation of spherical ZnTe nano-
crystals with good monodispersion and average diameters
around 6 nm, and we have investigated the effect of a number of
synthetic parameters on the reaction product. By adopting a
SILAR methodology, we were able to grow ZnS layers onto the
ZnTe nanocrystals, affording – to our best knowledge – the rst
examples of ZnTe/ZnS core/shell quantum dots.

The UV-visible absorption data in solution indicate that the
ZnTe/ZnS heterojunction in these QDs exhibits a type I
behavior, i.e., both the electron and the hole are conned within
the ZnTe core. The ZnS shell improves the chemical and
photochemical stability of the nanoparticles in air equilibrated
solution; both the ZnTe core and ZnTe/ZnS core/shell quantum
dot samples, however, are not luminescent. The XPS results
have evidenced the distinct nature of core and core/shell QDs
and conrmed the formation of the expected 2- and 5-layer
shell on the nanocrystal core. The XPS data also indicate the
oxidation of the QDs upon air exposure, even if a multilayer
shell is present.

Irradiation of an ITO electrode functionalized with ZnTe/ZnS
nanocrystals results in the generation of an anodic current,
suggesting that the QDs perform spectral sensitization of the
electron injection into the ITO electrode. As similar cathodic
photocurrent generation was not observed, the QD-modied
electrode could perform electrical rectication upon a photon
energy input. Although the preparation of high quality ZnTe/
ZnS nanocrystals appears to be quite laborious, they can
represent alternatives to cadmium-based quantum dots for
specic optoelectronic applications.
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46 C. De Mello Donegá, Phys. Rev. B: Condens. Matter Mater.
Phys., 2010, 81, 165303.

47 Indication of a type-I behavior in ZnSe/ZnS core/shell
nanoobjects was recently observed. See ref. 23.

48 S. K. Poznyak, N. P. Osipovich, A. Shavel, D. V. Talapin,
M. Gao, A. Eychmüller and N. Gaponik, J. Phys. Chem. B,
2005, 109, 1094.

49 J. M. Tsay, M. Pughoe, L. A. Bentolila and S. Weiss, J. Am.
Chem. Soc., 2004, 126, 1926.

50 J. McBride, J. Treadway, L. C. Feldman, S. J. Pennycook and
S. J. Rosenthal, Nano Lett., 2006, 6, 1496.
2886 | J. Mater. Chem. C, 2014, 2, 2877–2886
51 K. Pechstedt, T. Whittle, J. J. Baumberg and T. Melvin, J.
Phys. Chem. C, 2010, 114, 12069.

52 B. O. Dabbousi, J. Rodriguez-Viejo, F. V. Mikulec, J. R. Heine,
H. Mattoussi, R. Ober, K. F. Jensen and M. G. Bawendi, J.
Phys. Chem. B, 1997, 101, 9463.

53 D. Briggs and M. P. Seah, Practical Surface Analysis, Wiley,
Chichester, 2nd edn, 1990, vol. 1.

54 G. J. Schön, J. Electron Spectrosc. Relat. Phenom., 1973, 2, 75.
55 G. Zorn, S. R. Dave, X. Gao and D. G. Castner, Anal. Chem.,

2011, 83, 866.
56 A. G. Shard, J. Phys. Chem. C, 2012, 116, 16806.
57 C. F. Hoener, K. A. Alla, A. J. Bard, A. Campion, M. F. Fox,

T. E. Mallouk, S. E. Webber and J. M. White, J. Phys.
Chem., 1992, 96, 3812.

58 C. J. Powell and A. Jablonski, Nucl. Instrum. Methods Phys.
Res., Sect. A, 2009, 601, 54.

59 K. Sugiyama, H. Ishii and Y. Ouchi, J. Appl. Phys., 2000, 87,
295.

60 Y. Zhou, J. W. Shim, C. Fuentes-Hernandez, A. Sharma,
K. A. Knauer, A. J. Giordano, S. R. Marder and B. Kippelen,
Phys. Chem. Chem. Phys., 2012, 14, 12014.

61 M. Amelia, C. Lincheneau, S. Silvi and A. Credi, Chem. Soc.
Rev., 2012, 41, 5728.

62 G. P. Kissling, C. Bunzli and D. J. Fermin, J. Am. Chem. Soc.,
2010, 132, 16855.
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