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Abstract: The biological mediation of mineral formation
(biomineralization) is realized through diverse organic mac-

romolecules that guide this process in a spatial and tempo-

ral manner. Although the role of these molecules in biomin-
eralization is being gradually revealed, the molecular basis

of their regulatory function is still poorly understood. In this
study, the incorporation and distribution of the model in-

trinsically disordered starmaker-like (Stm-l) protein, which is
active in fish otoliths biomineralization, within calcium car-

bonate crystals, is revealed. Stm-l promotes crystal nuclea-

tion and anisotropic tailoring of crystal morphology. Intra-

crystalline incorporation of Stm-l protein unexpectedly re-
sults in shrinkage (and not expansion, as commonly de-

scribed in biomineral and bioinspired crystals) of the crystal

lattice volume, which is described herein, for the first time,
for bioinspired mineralization. A ring pattern was observed

in crystals grown for 48 h; this was composed of a protein-
enriched region flanked by protein-depleted regions. It can

be explained as a result of the Ostwald-like ripening process
and intrinsic properties of Stm-l, and bears some analogy to

the daily growth layers of the otolith.

Introduction

Living organisms are capable of controlling mineral formation

in a spatial and temporal manner. The biological control of
mineralization (biomineralization) is undertaken by a complex

set of macromolecules, proteins, in particular.[1] Proteins in-
volved in biomineralization may have both a direct and indi-

rect effect on depositing minerals.[2] The proteins that directly
interact with the crystal structure include 1) insoluble matrix
proteins (IMPs), which form a scaffold for the growing crystal

and act as nucleators; and 2) soluble matrix proteins (SMPs),
which control crystal size, shape, and polymorph selection.[1, 3]

SMPs are often highly negatively charged acidic proteins,
which undergo extensive post-translational modifications, and

frequently belong to the group of intrinsically disordered pro-

teins (IDPs).[4–7] Additionally, proteins that act indirectly create
the required conditions for the formation of mineral deposits.

For example, certain classes of proteins are responsible for ap-

propriate ion-concentration maintenance, some enzymes are
involved in post-translational modifications, whereas other

macromolecules may change the conformation of the nucleat-
ing proteins or organization of the mineralizing tissue.[2, 8, 9] The

timing of protein synthesis and the activation and distribution
pattern of proteins within the biogenic minerals (biominerals)
are governed by molecular and cellular processes. As a conse-

quence of the precisely structured incorporation of these pro-
teins into the crystal structure, the physicochemical properties
of biominerals are altered, in comparison to their synthetically
or geologically formed counterparts.[10, 11] Mollusk shells,[12] echi-
noderm ossicles,[13, 14] vertebrate otoliths or otoconia,[15, 16] and
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bones and teeth[2, 17] are examples of biomineral skeletal ele-
ments, the structures of which are functionally modified by

proteins and other organic macromolecules. Understanding
the molecular basis of biomineralization can thus provide in-

spiration for the fabrication of new composite materials with
strictly desired properties.

Fish otoliths, which are biomineral structures composed of
inorganic calcium carbonate and an organic matrix that pri-

marily consists of proteins and proteoglycans,[15] are formed ex-

tracellularly in the otolith organ of the inner ear and have two
major roles in sensory functions. One, the vestibular sense, is
related to the detection of linear accelerations produced by
gravity and the other sense is hearing.[18] Otoliths are anchored

to the sensory epithelium (or macula) containing hair cells.
Changes in the position of the head of a fish or a sound cause

the hair bundles to bend and subsequently depolarize the sen-

sory hair cells. The emerging electrical signal is then relayed to
the central nervous system.[15, 19] Otolith formation is an acellu-

lar process. After initial seeding, the otolith is quickly attached
to immature hair cells and rapidly grows during early ear de-

velopment. Daily growth layers, which are subsequently added
to the otolith during the life of the fish, vary in thickness and

composition, depending on the circadian cycle and environ-

ment.[15, 20–22] It has been shown that the calcium carbonate
crystalline structure and the morphology of otoliths are regu-

lated by an organic matrix.[23, 24] Although the roles of matrix
proteins in mineral formation are being gradually revealed,

their time-dependent entrapping and distribution within the
biomineral structure and molecular basis of their regulatory

function is still poorly understood.

One of the fundamental areas of research into biomineraliza-
tion is elucidating how organic macromolecules regulate min-

eral formation, their possible functions during crystal growth,
and how they interact together.[25] The aim of this study is to

analyze the distribution of intrinsically disordered SMPs in cal-
cium carbonate crystals formed under controlled conditions in
vitro by using starmaker-like (Stm-l) as the model protein. Stm-

l from Oryzias latipes is a putative homolog of the starmaker
(Stm) protein, which controls the shape and polymorph selec-
tion of the otolith in Danio rerio.[23, 26, 27] We have previously
shown that Stm-l is a highly disordered protein able to adopt

a more ordered and rigid structure.[28] An in vitro assay of the
mineralization activity of Stm-l suggested that this protein af-

fected calcium carbonate crystallization. Although Stm-l had a
negative effect on the size of precipitating crystals, the higher
number of crystals formed in the presence of the protein
suggested that Stm-l could also act as a crystal nucleator.[28]

This paper aims to elucidate interactions of the Stm-l protein

and the mineral phase by studying the crystallographic proper-
ties of the resulting calcium carbonate crystals and by 3D visu-

alization of the incorporation of the protein into the crystal lat-

tice.

Results

In vitro CaCO3 crystallization experiments

The crystalline phases of calcium carbonate identified in all ex-
periments are calcite and vaterite; however, aragonite was also

observed in the control sample. The regulatory control of the
Stm-l protein in the morphology of the crystals varied accord-
ing to the concentration of Stm-l. Calcite crystals grown in the

absence of the protein are represented by a perfect rhombo-
hedral morphology with the development of (104) and tauto-

zonal faces (Figure 1 a, d). Calcite grown in a solution with
5 mg mL@1 of Stm-l developed a new family of (hk0) crystal

faces, mostly the development of (110) and tautozonal faces
parallel to the crystallographic c axis. The crystal size decreased

and was shorter in the directions of the a and b axes and the

newly formed faces were smooth (Figure 1 b, e). Crystals grown
at a higher Stm-l concentration (i.e. , 50 mg mL@1) exhibited

spherical to ellipsoidal morphologies, with smoothed edges
and reduced expression of (104) and tautozonal faces. Crystals

were shorter in the directions of all crystallographic axes with
decreases in crystal size from approximately 58 to 32 mm after

48 h of growth (Figure 1 c, f). The protein displayed an inhibito-

ry property in the development of (104) faces with increasing
concentration (Figure 1 a–c).

On the other hand, vaterite spherical polycrystalline aggre-
gates were formed in all experiments, including control experi-

ments (data not shown). The crystal size remained essentially
unchanged in all experiments, with differences in morphologi-

cal variation. Vaterite crystals grown in the control experiment

were spherical aggregates with sixfold symmetry formed by
flaky crystal layers (about 3 mm in length and 300 nm wide)

and a surrounding core depression. In the presence of Stm-l

Figure 1. Morphological variations in the presence of Stm-l at different con-
centrations. SEM images of calcite crystals grown at different Stm-l concen-
trations (a–c) and their corresponding simulated theoretical 3D models (d–f),
which were created by using the WinXMorph program.[57] Notably, the devel-
opment of new faces, the decrease in size at different Stm-l concentrations,
and the formation of ellipsoidal or spherical crystals can be observed. Crys-
tals can be seen in all compositions of the (104) faces or other tautozonal
planes.
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(i.e. , 50 mg mL@1), completely spherical vaterite crystals were
formed with framboidal morphology, without depressions, and

composed of layered granules of approximately 9 mm.

Incorporation of Stm-l into the crystal lattice of calcium
carbonate crystals

The function of the protein as a crystallization–nucleating
agent may be associated with its particular localization in the

growing crystal. We performed high-resolution X-ray powder
diffraction (HRPXRD) analysis to determine whether Stm-l was

incorporated into the lattice of calcium carbonate crystals and

how this affected the microstructure of the host crystals (crys-
tallite size and microstrain), which could have been related to

the interplay of the protein with the mineral phase. XRD data
revealed a shift in the positions of the diffraction peaks of the

Stm-1/calcite crystals toward higher 2 q angles, compared with
those of the control experiments, which implied that the Stm-l

protein indeed became incorporated within the calcite lattice.

Figure 2 a shows a shift in the (104) reflection, which was
higher at a Stm-l concentration of 50 mg mL@1 than that of

5 mg mL@1. In the absence of protein, the unit cell parameters
of synthetic calcite were a = b = 4.991194(7) a and c =

17.06189(3) a. Addition of the Stm-l protein at concentrations
of 5 and 50 mg mL@1 caused a change in lattice parameters to

a = b = 4.991051(7) a and c = 17.06267(3) a, and a = b =

4.989144(10) a and c = 17.05540(5) a, respectively (see Table S1

in the Supporting Information). The obtained results revealed

negative shrinkage-like lattice distortions in the presence of
Stm-l, with an evident reduction in lattice volume (Table S1 in

the Supporting Information). The strain calculated in synthetic
calcite with regards to the control sample[29, 30] for the highest

Stm-l concentration was Da/a =@4.1 V 10@4, Dc/c =@3.8 V 10@4,
and DV/V =@1.2 V 10@3 (Figure 2 f). The use of HRPXRD allowed

us to determine the crystallite size and average microstrain

fluctuations for each sample. Figure 2 g shows the results of
calculating the crystallite size by using the methods of Caglioti

and Scherrer[31, 32] (see Table S2 in the Supporting Information) ;
this was significantly reduced for both protein concentrations:

320–426 and 324–485 nm for 5 and 50 mg mL@1 Stm-l, respec-

Figure 2. Incorporation of Stm-l into the crystalline lattice of synthetic calci-
um carbonate. a)–d) The (104) XRD reflection of crystals of synthetic calcite.
The presence of intracrystalline Stm-l caused a shift in the XRD reflections,
which was highest for a Stm-l concentration of 50 mg mL@1. Heat treatment
was accompanied by a broadening of the diffraction peak, which was great-
er in the control sample. e) Crystalline phases of calcite and vaterite were
identified in each experiment. The inset shows a shift in the (101) reflection
of crystals of synthetic vaterite at a Stm-l concentration of 50 mg mL@1 (some
reflections of aragonite in the control sample are also included). f) Strain cal-
culations of synthetic calcite with regard to the control sample. The most
prominent lattice distortions occurred along the c axis and were higher at a
concentration of 50 mg mL@1. Relaxation of the lattice after heat treatment
was accompanied by an increment of strain in Da/a and Dc/c in all the sam-
ples. g) Calculations of crystallite size for the synthetic crystal calcite. The Ca-
glioti and Scherrer equations showed a strongly reduced crystallite size with
increases in the Stm-l concentration. The decrease in crystallite size calculat-
ed in the (104) plane with a Stm-l concentration of 5 mg mL@1 was greater
than that with 50 mg mL@1, for which a larger decrease occurred in the (006)
plane. h) Microstrain fluctuations calculated for synthetic crystal calcite. The
microstrain fluctuations increased with decreases in crystallite size.
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tively, with regard to the control calcite (478–647 nm). Decreas-
es in the crystallite size calculated in the (104) plane with a

Stm-l concentration of 5 mg mL@1 was greater than that for a
Stm-l concentration of 50 mg mL@1, with larger decreases in the

(006) plane (Table S3 in the Supporting Information). The calcu-
lated microstrain fluctuations increase with reduced crystallite

size (Figure 2 h). Owing to the presence of Stm-l in the calcite
crystals, microstrain fluctuations increased from 0.0149 to

0.0155 % for a concentration of 5 mg mL@1 and increased to

0.240 % with 50 mg mL@1 of Stm-l.
Ex situ heat treatment was accompanied by a broadening of

the diffraction peaks and this also increased in the control
sample. In pure calcite crystals, such broadening of the diffrac-
tion peaks should not be expected; however, all samples, in-
cluding the control, were grown in the presence of TRIS buffer

and most likely the incorporation of TRIS compounds into the

lattice could explain observed broadening of diffraction peaks
for the control (Figure 2 b). In all samples, including the con-

trol, after heat treatment, the lattice volume decreased. This
can be explained by relaxation of the negative strain along the

c axis combined with even bigger contraction along the a axis
due to relaxation along the c axis. These results were more

prominent as the protein concentration increased. Our results

indicated that Stm-l interacted distinctly with the mineral
phase, depending on the Stm-l concentration.

Distribution of Stm-l in calcium carbonate crystals

Two-photon microscopy (TPM) was used to elucidate the distri-
bution of AF488-labeled Stm-l (Stm-l/AF488) in synthetic cal-

cite. The collected data indicated that Stm-l was located inside
the crystal, in particular, in the central part (Figure S1 in the
Supporting Information). However, TPM does not provide an

improvement in spatial resolution over that achieved through
confocal laser scanning microscopy (CLSM) and in some cir-

cumstances the use of confocal microscopy may be more ad-
vantageous.[33] Thus, CLSM was the next tool used for a more

precise determination of the localization of Stm-l in calcite

crystals. Figure 3 shows confocal laser scanning micrographs
stacked in the z direction of calcium carbonate precipitated

with different additives. We did not observe fluorescence in
the control group of crystals precipitated with AF488 dye or in

the presence of unlabeled Stm-l (Figure 3 b, e, h, and c, f, i, re-
spectively). CLSM performed in the presence of Stm-l/AF488
made it possible to reveal the distribution of protein in calcite

crystals growing in vitro (Figure 3 a, d, g). Specifically, fluores-
cence was distributed concentrically and was intense mainly at
the center of the particle (Figure 4). Moving from the center of

Figure 3. Confocal laser scanning images of calcium carbonate crystals. Con-
focal images stacked in the z direction of representative crystals grown in
the presence of Stm-l with a total concentration of 50 mg mL@1, including
Stm-l/AF488 with a concentration of 2 nm (a, d, g), in the presence of AF488
with a concentration of 100 nm (b, e, h), and in the presence of Stm-l with a
concentration of 50 mg mL@1 (c, f, i). a–c) The fluorescence distribution within
the crystalline structures. d, f) Bright-field images of representative crystals.
g–i) Merged bright-field and fluorescent images. Concentrations of calcium
ions were 10 mm. The time for crystal growth was 48 h. Scale bar: 10 mm.

Figure 4. Ring pattern distribution of Stm-l in calcium carbonate crystals. a) Confocal image stacked in the z direction of the representative crystal grown in
the presence of Stm-l at a total concentration of 50 mg mL@1, including Stm-l/AF488 with a concentration of 2 nm. The concentration of calcium ions was
10 mm. The time for crystal growth was 48 h. Scale bar: 10 mm. b) Quantitative analysis of the fluorescence intensity distribution of the CLSM micrograph in
a). c) 3D confocal image stacked in the z direction of the crystal present in a) and b).
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the crystal along its radius, fluorescence decreased, then slight-
ly increased to form a ring around the center, and again de-

creased near the edge of the crystal. It is worth noting that the
fluorescence intensity of the ring was not as good as that in

the central part of the crystal (Figure 4 b). The 3D projection
shown in Figure 4 c was performed by using z-stacked images

of a representative calcite crystal (118 z positions, with an in-
terval of 0.21 mm), excluding the possibility of misinterpreta-

tion caused by a biased choice of the z position present in Fig-

ure 4 a and b. Interestingly, Stm-l/AF488 was also weakly visible
in vaterite, especially in the central part (Figure S2 in the Sup-

porting Information). However, the amount of protein in vater-
ite was much smaller than that in calcite. These results clearly

show the heterogeneous distribution of Stm-l in the formation
of calcite crystals. This characteristic localization may be the
result of the intrinsic properties of the Stm-l protein, which di-

rects the modulation of crystal growth.

Time-dependent mineralization experiments

In addition, time-dependent crystallization tests were per-
formed to examine the morphology of growing crystals and
possible changes in the distribution of Stm-l during crystal for-
mation. In these experiments, calcium carbonate crystal

growth was stopped after 2, 4, 6, 8, 10, 12, 16, 20, 24, 36, or
48 h and a Stm-l concentration of 50 mg mL@1 was used for
each experiment. SEM observations indicated that, after 6–8 h

of crystal growth, small, smooth, and rounded crystals had
formed (Figure 5 a, b, g, h). Interestingly, during this time, addi-

tional smaller crystals sticking to the edge of the biggest one
were visible. However, they disappeared after a longer mineral-

ization time. After 10 h of the assay, the crystals noticeably
showed rounded edges and characteristic stairlike structures

(Figure 5 c–f, i–l).[28] It is worth noting that, when crystals were

forming, growth was rather moderate during up to 20 h and
then a significant increase in crystal diameter was observed

(Figure 6).
In parallel, CLSM was used to analyze the distribution of

Stm-l in the obtained crystals (Figure 7). All crystals shown in

Figure 7 are calcite (Figure S3 in the Supporting Information);
however, the formation of vaterite crystals can also be seen (as

reported previously[28]). Nevertheless, we focused our analysis
on calcite crystals because of the very weak incorporation of

Stm-l into the vaterite crystals. Unexpectedly, CLSM imaging
showed that, although there were no observable crystals

under SEM after 2 and 4 h of crystal growth, small fluorescence
spots were then noticeable (Figure 7 a, b, i, j, q, r). Smooth crys-

tals formed after 6–8 h of mineralization showed intense fluo-

rescence in the center of the particles, whereas smaller crystals
that were stuck to the edge of the biggest one had no fluores-

cence in the inner part (Figure 7 c, d, k, l, s, t). After 10 h of min-
eralization, the fluorescence ring appeared close to the edges,

yet the crystals were still significantly smaller than those ob-
tained after 48 h (Figure 7 e, f, m, n, u, v). After 24 h of minerali-
zation, the ring pattern appeared to be fully formed (Fig-

ure 7 g, h, o, p, w, y). These tests made it possible to visualize the
sequential deposition of Stm-l within the formed calcite crys-

tals. First, protein molecules involved in the nucleation of a
crystal were entrapped in the central part of the mineral parti-

cle. Then, Stm-l was anisotropically deposited, tailoring the
crystal morphology, and it was successively entrapped within

the enlarging calcite crystals that developed at the expense of

the smaller crystals, which dissolved.

Discussion

The remarkable physical properties of biogenic minerals, in
comparison to geological and synthetic counterparts,[34] are

largely related to the presence of an inter- and/or intracrystal-
line organic phase, which constitutes only a few percent of the

total weight of the biomineral. For example, the intercrystalline
organic macromolecules in mollusk shells[35] that wrap up indi-

vidual crystallites, facilitate crack arrest and deflection at inter-

faces between organic and inorganic phases.[36] The possible
functional role of intracrystalline macromolecules, such as Stm-

l, is still poorly understood.[29, 35, 37, 38] Our previous biochemical
characterization of Stm-l suggested that the extended and pli-

able conformation of this protein might facilitate its interaction

Figure 5. SEM images of crystals obtained at different times of crystallization in the presence of Stm-l/AF488. SEM images of representative crystals grown in
the presence of Stm-l with a total concentration of 50 mg mL@1, including Stm-l/AF488 with a concentration of 2 nm at different times of growth. The in vitro
crystallization experiments were stopped after 6 (a, g), 8 (b, h), 10 (c, i), 12 (d, j), 24 (e, k), and 48 h (r, l). a–f) 1000 V magnification of representative crystals.
g–l) 5000 V magnification of the same crystals as those shown in a–f). The concentration of calcium ions was 10 mm. Scale bar in a): 20 mm; scale bar in g):
5 mm.
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with inorganic constituents of biominerals and other proteins
in the organic matrix of otoliths. This was supported by the in-

fluence of Stm-l on the morphology (formation of ellipsoidal–
spherical crystals of reduced size) and on the number of calci-

um carbonate crystals obtained in vitro.[28] Herein, we tried to
elucidate how the protein was incorporated into the calcite

crystals. The HRPXRD results revealed that the presence of
Stm-l caused a shift in reflections to higher Bragg angles

(smaller d spacing), which was more prominent at a Stm-l con-
centration of 50 mg mL@1. The lattice parameters calculated, rel-

ative to the control crystals obtained without the protein, indi-
cated that Stm-l at a concentration of 50 mg mL@1 caused nega-

Figure 6. Ostwald ripening of CaCO3 crystals with Stm-l at a total concentration of 50 mg mL@1, including Stm-l/AF488 with a concentration of 2 nm at different
times. a) Confocal images stacked in the z direction of a representative crystal (Figure 3 a) grown for 48 h. tn are the settings of the main stages of crystalliza-
tion indicated by the mean diameter of box charts and circles represent the mean diameter of such limits. b) The box chart presents the measured distribu-
tion of diameters per crystal group obtained at different time points. The horizontal line and red dot within the box represent the median and mean of the
distributions, respectively. c) SEM images of crystals obtained at different times of crystallization, showing differences in crystal concentration and size. d) Bar
plot showing the number of crystals calculated at different times. The red line shows the asymptotic decrease in the number of crystals over time.

Figure 7. Confocal laser scanning micrographs of crystals obtained at different times of crystallization in the presence of Stm-l/AF488. Confocal images
stacked in the z direction of representative crystals grown in the presence of Stm-l with a total concentration of 50 mg mL@1, including Stm-l/AF488 with a
concentration of 2 nm at different times of growth. The in vitro crystallization tests were stopped after 2 (a, i, q), 4 (b, j, r), 6 (c, k, s), 8 (d, l, t), 10 (e, m, u), 12
(f, n, v), 24 (g, o, w), and 48 h (h, p, y). a–h) Fluorescence distribution within the crystalline structures. i–p) Bright-field images of representative crystals.
q–y) Merged bright-field and fluorescent images. The concentration of calcium ions was 10 mm. Scale bars: 10 mm.
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tive (shrinkage-like) distortions in both the a and c axes (lattice
volume reduction). In addition, the crystallite size was signifi-

cantly reduced, even at a very small concentration of Stm-l,
and microstrain fluctuations increased. Lattice distortions

caused by Stm-l are similar to those produced by Mg2+ in the
calcite crystal lattice.[35, 39] The isomorphic replacement of Ca2 +

by Mg2 + reduced the lattice volume almost proportionally to
the Mg2 + concentration,[35] because the ionic radius of Mg2 + is
almost three times shorter than Ca2+ (72 and 197 pm, respec-

tively). This suggests that the position of Stm-l within the crys-
tal or its interaction with the mineral phase may cause similar
lattice shrinkage proportionally to the concentration of Stm-l.
Interestingly, the incorporation of free amino acids into the cal-
cite host lattice induced positive distortions in the c axis.[40]

Annealing experiments provided additional insights into or-

ganic macromolecule properties and their interactions with the

mineral phase. Under annealing of biominerals (e.g. , mollusk
shells[41]) and some bioinspired materials,[42] intracrystalline

macromolecules may break down into small pieces, resulting
in strain relaxation. It has been suggested that, after thermal

decomposition, fragments of macromolecules become chaot-
ically distributed within the crystal, causing a reduction in the

size of the crystalline blocks and increasing microstrain fluctua-

tions.[43] As a result, XRD peak profiles were considerably
broader.[41] In contrast, our XRD measurements after heating

showed that the lattice volume was partially contracted, result-
ing in the observation of a small decrease in coherence length.

We have noted previously,[28] however, that the Stm-l protein is
very stable at high temperatures. The protein heated at 80 8C,

after renaturation, returned to its original structure.

Circular dichroism (CD) spectra of Stm-l indicated that the
protein adopted a more ordered and rigid structure with in-

creasing temperatures.[28] This response to heat is another
characteristic feature of IDPs,[44] to which Stm-l belongs.[28] In-

creasing the secondary-structure content probably leads to a
reduction in the size of the molecule. These results could ex-
plain the higher negative DV/V distortion after heating the

sample grown at a concentration of 50 mg mL@1 Stm-l protein;
this was most prominent in Da/a. Our results showed that
Stm-l had a tendency to adhere to certain crystallographic
planes (Table S3 in the Supporting Information).

Crystallite size increased substantially at the (104) and (006)
planes in the ex situ heated sample. With compaction of the

molecule, these interactions changed and showed even
stronger distortions (i.e. , shrinkage) along the a and b axes,
whereas strain along the c axis was lessened. Additionally, our

data showed that the protein was located inside the crystals ;
thus the thermal resistance of Stm-l may additionally be en-

hanced by this location. The thermal resistance of the Stm-l
protein is consistent with our current experimental data. After

heating at 250 8C, a significant broadening of the XRD reflec-

tion peaks, with a simultaneous decrease in crystallite size, was
observed only in the control samples grown in the presence of

TRIS buffer, but without the protein. The parameters of crystals
with the Stm-l protein changed to only a very small extent. An-

nealing of calcite with Stm-l at a concentration of 50 mg mL@1

resulted in a higher negative Da/a distortion than that of the

nonheated sample, and the lattice volume was strongly re-
duced. This anisotropic behavior of bioinspired crystals after
annealing, that is, contraction of the a axis (lattice volume de-
crease), resembles annealing of the coccolith calcite of Emili-

ana huxleyi.[43] In contrast, Stm-l has been shown to differ sig-
nificantly in thermal behavior to that of another recombinant

protein from Haliotis laevigata, perlucin.[30] Annealing at 250 8C
was sufficient to damage the recombinant green fluorescent
protein (GFP) perlucin in the calcite.[30] Perlucin is involved in

mollusk shell biomineralization and, as a member of the lectin
protein family,[45] is more ordered than that of Stm-l. Thus, it
could interact with calcite in a completely different manner to
that of Stm-l. It should be noted that the obtained HRPXRD re-

sults are averaged values for the whole volume of the crystal.
The protein could be distributed heterogeneously inside the

crystal, which would cause local lattice distortions. In fact, the

TPM and CLSM experiments performed revealed that Stm-l
had a very specific localization in the calcium carbonate crys-

tals obtained in vitro. Both techniques clearly and unambigu-
ously showed the presence of protein-poor and -rich regions

within the obtained crystals. Thus, the effect observed in
HRPXRD is an average of different effects caused by Stm-l

inside growing crystals.

In our previous study involving crystallization experiments,
we observed the formation of two polymorphs of calcium car-

bonate, calcite and vaterite, which were also present in the
control experiment without the protein.[28] In this study, AF488-

labeled Stm-l (Stm-l/AF488) was visible in the central part of
both polymorphs; however, the amount of Stm-l in vaterite

was much smaller than that in calcite. This observation is con-

sistent with our previous hypothesis that Stm-l acts as a nucle-
ator of crystal growth, probably because of the high content

of charged amino acid residues in the Stm-l sequence, which
could cause calcium and carbonate ions from the solution to

gather and promote crystal nucleation. Herein, we note that
the occurrence of the protein in vaterite is probably only limit-

ed to its nucleation site, whereas in calcite the distribution of

Stm-l occurs throughout almost the entire crystal ; thus sug-
gesting that, despite the fact that Stm-l does not control poly-

morph selection, it has a much higher affinity to the calcite
form. One may speculate that the affinity of Stm-l to calcite is
rooted in the specific spatial organization of the crystal lattice
and/or a specific lattice volume requirement. In this regard, the
lattice volume of the hexagonal symmetry of vaterite (P63/
mmc, in this study) was almost three times smaller than the
trigonal symmetry (R3̄c) of calcite. Unlike other crystallization

experiments in the presence of recombinant proteins, such as
that reported by Weber et al. ,[30] in which proteins were locat-

ed in specific areas in the crystals and represented the mineral
texture, crystals grown in the presence of Stm-l form a charac-

teristic ring pattern (zonation) distribution. These remarkable

rings, the pattern of which resemble that of geological Liese-
gang rings, are composed of a protein-enriched region flanked

by protein-depleted regions. Their formation is explained
herein by the Ostwald-like ripening process,[46, 47] in which

CaCO3 crystals grow by pulses or stages (Figure 6). This inter-
pretation is consistent with data provided by time-dependent
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crystallization experiments in the analysis of the localization of
Stm-l, the number of crystals formed over time, and the diame-

ter of the crystals. First, we observed the gathering of protein
molecules and ions as small fluorescent spots by using CLSM.

These dynamic formations are probably too unstable to visual-
ize small nuclei under SEM. This observation suggests the pres-

ence of dense liquid droplets (intermediate phases) at the
early stages of calcium carbonate crystallization in the pres-

ence of Stm-l, according to the prenucleation cluster (also

known as nonclassical) pathway proposed by Gebauer and co-
workers,[48, 49] and is consistent with the interpretation that this
protein acts as a nucleator during calcium carbonate forma-
tion. After 6 h (t1; Figure 6), thousands of small, smooth, and

rounded crystals were formed, and, in contrast with the hun-
dreds formed in the control experiment, the fluorescence at

this time was concentrated at the center of the particles. After

8 h of the experiment (t2), the crystal size increased and the
number of crystals decreased substantially (4 times less). This

new stage of growth (almost doubled in size), followed by a
partial dissolution of a smaller fraction of crystals, released the

Stm-l protein in solution, which was newly incorporated in the
newly formed area, exhibiting a rather more uniform distribu-

tion of the protein. At this time point, additional smaller crys-

tals were visible sticking to the edge of the biggest one (t3).
They were characterized by an even distribution of Stm-l and

were visible for only a short period, disappearing after the next
2 h of mineralization. From this time (t4, after 20 h), calcite crys-

tals grew slowly and stabilized in the next 10 h and, interest-
ingly, a protein-rich structure started to appear in the form of a

ring. A fraction of the calcite crystal dissolved, reducing the

population by 1.6 times, whereas large crystals grew quickly.
The crystal population stabilized in the second 24 h period,

showing slow crystal growth and, after the second stage of rip-
ening, coarsening with a depletion of the protein. It should be

highlighted that dissolution continued, along with maturation
of the crystals, and the population decreased. Consistently

with the Ostwald ripening process, variations in the supersatu-

ration state of a solution create a diffusion gradient at which
small crystals are dissolved, together with the release of em-

bedded Stm-l protein. Released Stm-l, together with inorganic
ions, follows a diffusion gradient towards larger growing crys-
tals, which are thermodynamically preferred.[50] The crystal size
distribution of some box charts are similar to those of the

biased population of crystals grown by the Ostwald ripening
described previously,[51] for example, at 8, 20, and 24 h. Repeti-
tion of this process, most likely due to fluctuations in the

supersaturation state, resulted in several Stm-l-enriched rings
observed within the larger crystals, with the dissolution of pre-

vious crystal clusters (the population was asymptotically re-
duced about 15 times from 6 to 48 h). Notably, the Stm-l pro-

tein is present in protein-poor regions at a lower concentra-

tion; this excludes the possibility that the ring pattern forma-
tion was caused by the complete depletion of Stm-l in solution

and confirmed the biomineralization role of this protein. More-
over, Stm-l was not significantly incorporated into the vaterite

crystals, especially in the central part, and some morphological
variations were observed, probably for this reason. The lattice

volume did not vary significantly. Rjżycka et al. reported that
after 336 h (2 weeks) vaterite was also completely dissolved.[28]

This means that the Ostwald ripening process continues at the
expense of dissolution of vaterite, even if the crystals are larger

than that of calcite. However, the participation of the protein
to control this process is evident, especially in the stabilization

of crystals at particular stages at which crystal growth slows
down considerably. In contrast to the commonly described ex-

pansion of the unit cell in biogenic calcites, the observed

shrinkage of the volume of calcite crystals upon interaction
with Stm-l (proportional to the protein concentration), togeth-

er with localization of the protein in crystals indicates a unique
location of the Stm-l protein within the calcite crystal lattice or

hypothetically different behavior (thus location) in the non-
native mineral lattice (calcite vs. aragonite native crystals for
otoliths). It should be noted that the time-dependent alternat-

ing organic/inorganic layers are one of the most important at-
tributes of fish otoliths. Although native Stm-l could interact

differently with the aragonitic crystal lattice, we believe that
the knowledge gained on the distribution of Stm-l in calcitic

crystals and the properties of the protein molecules deter-
mined may have direct implications for understanding the role

of proteins in otolith biomineralization. For example, the diur-

nal pattern of deposits and the slight dissolution of some frac-
tion of the calcium carbonate deposits of fish otoliths may

result in similar patterning of protein-enriched phases that are
observed in our in vitro experiments. Importantly, the active

behavior of the Stm-l protein in calcium carbonate mineraliza-
tion may provide the potential to open up promising strat-

egies for designing new biomimetic materials with remarkable

and strictly desired properties.

Conclusions

Although, over the last few decades, the ability to identify an

often large number of macromolecules involved in biominerali-
zation has grown and expanded, major questions on specifical-

ly how these macromolecules interact with the mineral phase
still remain open. The results of this study are relevant to un-

derstand the functional significance of the Stm-l protein in cal-
cium carbonate mineralization. HRPXRD results indicated that
recombinant Stm-l was incorporated into the calcite crystallite,
which caused shrinkage of the crystal lattice. It is interesting to

note that, to the best of our knowledge, this is the first time
that such an effect has been described as being caused by an
intracrystalline macromolecule within synthetic calcite crystals.
The incorporation of Stm-l into the calcite crystal caused aniso-
tropic tailoring of the crystal morphology, depending on the

protein concentration used. CLSM analysis revealed that the
protein was concentrated at the center of the particle and

then formed rings around the center composed of a protein-
rich region flanked by protein-poor regions. The time-depen-
dent mineralization tests made it possible to visualize the se-

quential deposition of Stm-l in forming calcite. We found that
the protein acted as a nucleator of crystal growth through the

condensation and formation of intermediate phases at the
early stages of the process. Then, Stm-l regulated crystal
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growth by adhering to step edges on calcite, which resulted in
ellipsoidal to spherical shapes of crystals and a reduction in

crystal/crystallite sizes. The Ostwald ripening process explains
the several Stm-l-enriched rings observed within the larger

crystals. Numerous small crystals observed at the beginning of
crystallization dissolved, together with the release of embed-

ded Stm-l protein, which subsequently, together with inorganic
ions, contributed to the formation of larger crystals. Repetition

of this process, most likely due to fluctuations in the super-

saturation state, resulted in a ring pattern. To the best of our
knowledge, this is the first report on the time-dependent dis-

tribution of a single protein in crystals obtained in vitro. This is
also the first time that the effect of a protein involved in the

formation of otoliths on the calcium carbonate crystal lattice
has been studied.

Experimental Section

Buffers

All buffers were prepared at 24 8C. Buffer A was 20 mm TRIS,
150 mm NaCl, pH 7.5. Buffer C was 100 mm NaHCO3, 150 mm NaCl,
pH 8.3. All reagents were obtained from Carl Roth GmbH + Co. Kg,
Karlsruhe, Germany.

Protein preparation

Recombinant, nontagged Stm-l protein was obtained as previously
described.[28] Briefly, Stm-l was overexpressed in BL21(DE3)pLysS
Escherichia coli cells (Merck KGaA, Darmstadt, Germany) and puri-
fied through fractionation with ammonium sulfate, size-exclusion
chromatography, and anion-exchange chromatography. The ob-
tained protein was desalted to buffer A and stored at @80 8C. The
protein concentration was determined spectrophotometrically at
l= 280 nm.

Protein labeling

For fluorescence labeling of Stm-l, buffer A was changed to buffer
C by using the Amicon Ultracel 2 mL centrifugal filter with a cutoff
limit of 10 kDa. Protein in buffer C was incubated with a tenfold
molar excess of Alexa Fluor 488 NHS ester dye (AF488, Thermo
Fisher Scientific, Waltham, MA, USA; dissolved in DMSO) for 1.5 h
at 24 8C in the dark. Unreacted AF488 was removed by means of
size-exclusion chromatography by using a Superdex 200 10/300 GL
column connected to the gKTAexplorer system (GE Healthcare,
Boston, Massachusetts, USA). The labeled protein (Stm-l/AF488)
concentration and the degree of labeling (DOL) were determined
spectrophotometrically by measuring the absorbances at l= 280
and 494 nm. The calculated DOL was 1.9.

In vitro CaCO3 crystallization experiments

Calcium carbonate mineralization was performed according to a
previously described protocol,[28] with the following slight modifica-
tions:
For two-photon fluorescence microscopy, 96-well microplates for
the cellular culture containing a round glass coverslip in each well
were used. Into each well, solution (200 mL) was added that con-
tained 10 mm CaCl2 and a total protein concentration of
50 mg mL@1, including labeled Stm-l/AF488 with a concentration of
10 nm, unlabeled Stm-l with a concentration of 50 mg mL@1 (for the

negative control), or 100 nm AF488 (for the control experiment).
The time of growth was 48 h.
For CLSM and SEM, round cover glasses with a diameter of 22 mm
were used. The solution was poured on each cover glass in a final
volume of 200 mL, containing 10 mm CaCl2, and a total protein con-
centration of 50 mg mL@1, including labeled Stm-l/AF488 with a
concentration of 2 nm, the unlabeled Stm-l with a concentration of
50 mg mL@1 (for the negative control), or 100 nm AF488 (for the
control experiment). Crystals were grown for 2, 4, 6, 8, 10, 12, 16,
20, 24, 36, or 48 h. For HRPXRD, circular cover glasses with a diam-
eter of 32 mm were used. The solution in a final volume of 1 mL,
containing 10 mm CaCl2 and Stm-l at a total concentration of 5 or
50 mg mL@1, and without Stm-l (control experiment contains 10 %
buffer A), was poured on each cover glass. The time of growth was
48 h. For each crystallization experiment, solid ammonium hydro-
carbonate (2 g) was used in a closed desiccator. After incubation at
room temperature, the crystallization solution was removed and
crystals were washed two times with milli-Q water and finally air-
dried at room temperature. For ex situ heating experiments, sam-
ples were heated at 250 8C in an oven for 2 h.

Two-photon fluorescence microscopy (TPM)

Fluorescence was excited at l= 800 nm with a Ti:sapphire laser
(Chameleon, Coherent, Santa Clara, CA, USA). The laser beam was
focused tightly by using a high numerical aperture oil-immersion
microscope objective (100 V , NA = 1.4). The sample was mounted
on an XYZ piezoelectric scanning stage (Tritor, Piezosystem Jena
GmbH, Jena, Germany), and the two-photon excited emission was
collected in epi-fluorescence mode through the same microscope
objective. The crystals were scanned at several z positions and 3D
images were obtained.

Confocal laser scanning microscopy (CLSM)

Images of fluorescently labeled Stm-l/AF488 protein were acquired
by using the Leica TCS SP5 II confocal system (Wetzlar, Germany)
equipped with a 63 V Oil (NA: 1.4) objective lens. Crystals were cov-
ered by immersion oil (type F, refractive index 1.518) before mea-
surement. The fluorescence of Stm-l/AF488 was excited with l=
488 nm light (Ar ion laser at 31 % of maximum power with 20 %
AOBS) and detected in the 520–785 nm range. Images were ac-
quired by using LAS AF software version 2.2.1 and processed by
using ImageJ version 1.48[52] or Icy platform version 1.9.5.0 soft-
ware.[53]

High-resolution X-ray powder diffraction (HRPXRD)

HRPXRD analysis was carried out on the ID22 beamline of the Eu-
ropean Synchrotron Radiation Facility (ESRF), Grenoble, France,
that used a highly collimated and monochromatic beam to per-
form powder diffraction in the transmission setting. Powder sam-
ples were investigated at a wavelength of 0.41065 a. Instrument
calibration and wavelength refinement were performed with sili-
con standard NIST 640c. All samples were measured in a borosili-
cate 1 mm capillary. Fullprof software[54] was used for structure re-
finements with the Pseudo-Voigt peak shape functions. The refined
model was based on 16 structural parameters and 12 instrumental
and background parameters. Crystallite size and microstrain fluctu-
ations were calculated as reported in the literature,[30, 42] and strain
information was expressed as Dd/drf (d is the lattice parameter
measured and drf the reference used for comparison).
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Micro-Raman spectroscopy

Raman spectra in the 100–1500 cm@1 range were measured by
using a Renishaw InVia Raman spectrometer (Wotton-under-Edge,
UK) equipped with a confocal DM 2500 Leica optical microscope, a
thermoelectrically cooled charge-coupled device (CCD) as a detec-
tor and a diode laser operating at l= 830 nm. The spectral resolu-
tion was set to 1 cm@1. Each spectral profile is an average of five
spectra.

Scanning electron microscopy (SEM)

Structural characterization of the calcium carbonate crystals was
achieved through SEM by using a Philips XL-20 scanning micro-
scope (Amsterdam, Netherlands) at an accelerating voltage of
25.0 kV. Each cover glass of the crystallization experiments had pre-
viously been coated with a carbon layer. Crystals were counted
(covering most of the representative areas of 4.45 mm2) and diam-
eters were measured (50 crystals for each time) at different time
points of the SEM images, by using the plugin ObjectJ 1.03w[55] of
the free and open-source ImageJ 1.47v[56] image processing soft-
ware.
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M. Wojtas, FASEB J. 2019, 33, 6877 – 6886.
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